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[image: C:\Users\yd_Meltex\Downloads\Casadesign_1685_0098_1.tif]Manufacturing process
Tufting 1/4” loop pile
Pile content
85 % PP/ 15 % PA
Primary backing
Woven PP
Secondary backing
Twinback
Pile weight
Ca 950 gr./m²
Total weight
Ca 2.250 gr./m²
Pile height
Ca 5,5 mm
Total height
Ca 8,5 mm 
Tuft density/m²
Ca 58 100
Width
400 + 500 cm
Sound insulation
24 dB
Fire class
Cfl-s1 (EN 13501-1)
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Baba Industries - Wakkensteenweg 2
BE.- 8710 Sin-Boofs Vive

DOP: 1010#BAOAEL

Textile Floor Covering EN1307

e

www.baltamediabank.com
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